
 

 
 

 

Certificate Of Analysis 
 
         Fe3O4 Powder 99% Purity 

Test Item Composition 

Particle size 50nm 

SSA 50-80cm2/g 

SiO2 0.03% 

TiO2 0.05% 

Al2O3 0.04% 

Cr2O3 0.002% 

CaO 0.04% 

K2O 0.01% 

 

 
 
 
 
 
 
 



 

 
 

 
 

SEM Image of Fe3O4 nano Powders 
 
 
 
Conclusion of Test： 
THE PRODUCT IS UP TO THE ABOVE-MENTIONED STANDARD.  
 


