
 

 
 

Certificate Of Analysis 

 
   MgO Nano Powder 99.9% Purity 

Test Item Composition 
Particle size 30-50 nm 
Appearance White powder 

SSA 30-50m2/g 
CaO <=0.01% 

Chloride <=0.03% 
Fe <=0.01% 

 
 

 
 

 TEM image of Magnesium oxide (MgO) nano particles 

 



 

 
 

 

 
                                       

 

 

 

 

 

 

 

 

 

                                                          

                            XRD of Magnesium oxide (MgO) nano particles 

 

Conclusion of Test： 
THE PRODUCT IS UP TO THE ABOVE-MENTIONED STAND                                                                                                                           


