
Certificate Of Analysis

Silver Nano Powder: Purity 99.95%

Test Item Composition

Particle size 30-50 nm
Cu <=0.003%
Bi <=0.008%

Pb <=0.001%
Fe <=0.001%
Sb <=0.001%

Se <=0.0005%
Pb <=0.001%
Pd <=0.001%

XRD of Silver Nano Powders



Conclusion of Test：
THE PRODUCT IS UP TO THE ABOVE-MENTIONED STANDARD

SEM image of Silver Nano


