
 

 
 

 

    CERTIFICATE OF ANALYSIS 

 

Product: Titanium Carbide (TiC) 

Test Item Test Results Unit 
Purity 99.52 % 

Shape Irregular  
Appearance Gray-Black Powder  

Size 2 Um 
T.C 19.01 % 

F.C 0.18 % 
Fe 0.021 % 

O 0.48 % 

 
 

 


