
 

 
 

                                                             
                                         

 

                                             

                        

                                         Certificate Of Analysis 

 
SiC Nano Powder 99% Purity 

Test Item Composition 

Particle size 30-50 nm 

Al 0.3% 

Fe 0.03% 

Ti 0.04% 

Ca 0.01% 

F.Si 0.28% 

F.C 0.36% 

 
 
 
 

     
                                  
                                     
 



 

 
 

 

 

 

                             TEM image of Silicon Carbide Nano Particles 

 

 

 

 



 

 
 

 

 

 

 

 

 

 

                             XRD of Silicon Carbide nano particles 

         Conclusion of Test： 

      THE PRODUCT IS UP TO THE ABOVE-MENTIONED    STANDARD.  

                


