
 

 
 

                                                             
                                                     

 

 

                                         

                                                           Certificate Of Analysis 

       

     WS2 nano Powder 99.9% Purity 

Test Item Composition 

Particle size 60-80 nm 

WS2 99.9% 

Appearance Grey Black powder 

SiO2 0.04% 

MoO3 0.05% 

Fe 0.01% 

 

 
 
 
 
 
 
 
 
 
 
 
 

 
 
                
 
 



 

 
 

 
 
 
 
 
 
 
 
                        
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
                        TEM image of Tungsten Sulfide Nano Particles 
          

          Conclusion of Test： 

      THE PRODUCT IS UP TO THE ABOVE-MENTIONED    STANDARD.  

                


