
 

 

 

CERTIFICATE OF ANALYSIS 
 

Product Name  Spherical Titanium Powder Date 2023-01-21 

Batch No. 20230121 Ti Analysis by  

 Chemical Composition 

Element        Result 
Test  Method 

         Titanium Content 99.8% 
 

 eleme

nt 
Standard   

Value 

Measured value  

 C ≤0.10% 0.007%  

Fe ≤0.25% 0.042% Maximum ICP-OES 

 Content  

O ≤0.20% 0.097% Of  

Impurity N ≤0.03% 0.023%   

 H ≤0.015% 0.002%   

 

 

 

SEM 
Image 

 

 

 

Test Item 
 

  Test Result 
 
Enterprise Standard 

Detection Test  
Method 

 

Average  Particle 

Size 

D10

/um 

D50/um D90/um  
10-30um 

 

GB/T21649.1- 

2008 

6.7 13.7 22.9 



 

 

 

 

 

Tap density(g/cm3    
2.78g/cm3 

Result  Ratify by  


