
PRODUCT BORON [B]

PARTICLE SIZE: 5 – 10 Micron
ANALYTICAL
TECHNIQUE Inductively Coupled Plasma / Elemental Analyzer

[ANALYSIS RESULT]

Chemical Composition [Analysis]
B 99.99%
Si 0.0001
Mg 0.0003
Fe 0.0001
Al 0.0002
K 0.001
Ca 0.0002
Mn 0.0001
Pb 0.0001
W 0.0002
Mo 0.0002
Co 0.0002
Ni 0.0002


