
 

 
 

Certificate of Analysis 

Test Items  Unit Analysis Results 

Particle size range 10 μm 

TANTALUM (V) OXIDE POWDER (Ta2O5) % 99.9 

Nb % 0.01 

F % 0.009 

Zr % 0.005 

Cr % 0.001 

Mn % 0.001 

K % 0.005 

Pb % 0.005 

Fe % 0.0006 

Si % 0.009 

Ni % 0.001 

Mg % 0.005 

Cu % 0.005 

Na % 0.005 

W % 0.005 

Ti % 0.005 

Al % 0.005 

Mo % 0.005 

Ca % 0.005 

Sn % 0.005 

  


